MAGNA DE FUERTEVENTURA

ANALISIS QUIMICOS

Muestra
sio

Al
2-3

&5

Ni

g

gER-<

AG-1476

41.80
8.32
14.49

15.43
9.65
2.36

.94

.17
4.98

.69

AG-1418

43.92
10.11
13.66

11.34
10.57
2.61

.96

.17
4.24

.62

AG-1487

44.28
9.31
13.84

12.18
11.00
2.45

.65

.18
3.56

.54

HOJA DE COFETE
1402 T




MAGNA DFE FUERTEVENTURA

ANALISIS QUIMICOS

Muestra

Sio

Al
Fe20§

Fe
Mgo

Ba
Ce
Cr
La
Nb
Ni
Sr

<<

Zr
Cu

2}

56

AG-1399

43.36
8.98
13.67

14.29
10.18
2.28

1.04

.17
3.86

.50
1.65

BM-3199

45.53
12.85
12.75

7.23
10.23
4.11

1.17

AG-1403

45.61
12.05
12.72

8.78
10.01
4.25
.96

.16
3.83

.61
1.02

HOJA DE MORRO JABI.E
1102 T-1T

AG-1413

59.66
20.70
3.75

.97
2.58
7.47

3.02

.17
.74

.13
.81



