
MAGNA DE FUERTEVENTURA HOJA DE POZO NEGRO

ANALISIS QUIMICOS

Muestra RB-176 RB-180 RB-178 RB-177 RB-173

Sio 46.03 45.26 43.52 58.09 63.52
A12á3 12.26 11.73 11.03 18.14 17.51
Fe 03 11.61 11.45 13.21 5.35 3.43
Fe
MgO 11.62 12.57 12.49 1.78 .83
CaO 11.10 11.04 10.66 3.80 1.01
Na 0 2.98 3.17 2.28 5.72 6.57
K 2á 1.08 1.17 1.24 3.64 5.26
MnO .16 .16 .17 .18 .17
Ti02 2.61 2.78 3.88 1.35 .76
P205 .50 .58 .51 .29 .14
H0 .05 .10 1.01 1.68 .80
c9 2

Ba 252 271 223 811 535Ce <20 <20 <20 215 258Co
Cr
Cs
Cu
Ga
La <20 <20 '20 103 159Li
Nb
Ni
Pb
Rb 15 15 11 67 79Sr 479 550 446 774 77Th
v
Y 23 21 19 43 41Zn
Zr 215 240 322 709 930


